
  
 

Hydrodynamic size measured by Dynamic Light Scattering technique (Beckman 

Coulter N5 particle size analyser). The measurements showed that the carbon-coated 

magnetic particles in solution form aggregates ranging from 5 nm to several hundred 

nanometers, being the average hydrodynamic diameter 200 nm. 
 

 

 

  


